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ZAPP PRECISION WIRE 
ALLOY 2205 (UNS S32205) 
QUALITY SYSTEM CERTIFIED TO ISO 9001:2015 
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ALLOY 2205 (UNS S32205) WIRE FOR: 

|=táêÉäáåÉë=Ñçê=Ççïå=ÜçäÉ=ëÉêîáÅÉ=~ééäáÅ~íáçåë=

|=pÜ~éáåÖLëÜ~éÉÇ=ïáêÉ=Ñçê=Ççïå=ÜçäÉ=ïÉää=ëÅêÉÉåë=

CHARACTERISTICS 

^ääçó=OOMR=Erkp=pPOOMRF=áë=~=ÇìéäÉñ=

E~ìëíÉåáíáÅLÑÉêêáíáÅF=ëí~áåäÉëë=ëíÉÉä=íÜ~í=éêçîáÇÉë=~=

ÖççÇ=ÅçãÄáå~íáçå=çÑ=Åçêêçëáçå=êÉëáëí~åÅÉ=~åÇ=íÉåëáäÉ=

ëíêÉåÖíÜK=fí=Åçåí~áåë=~Äçìí=RB=åáÅâÉäI=OOB=ÅÜêçãáìãI=

~åÇ=PB=ãçäóÄÇÉåìãK=pÉÉ=q~ÄäÉ=N=Ñçê=ÅÜÉãáÅ~ä=

Åçãéçëáíáçå=äáãáíëK==káÅâÉä=~åÇ=ãçäóÄÇÉåìã=éêçîáÇÉ=

êÉëáëí~åÅÉ=íç=êÉÇìÅáåÖ=ãÉÇá~=ïÜáäÉ=íÜÉ=ÜáÖÜ=

ÅÜêçãáìã=ÅçåíÉåí=çÑÑÉêë=êÉëáëí~åÅÉ=íç=çñáÇáòáåÖ=

ãÉÇá~K=

=

= qÜÉ=OOMR=~ääçó=çÑÑÉêë=ÄÉííÉê=êÉëáëí~åÅÉ=íç=ÅÜäçêáÇÉ=

áçå=ëíêÉëë=Åçêêçëáçå=Åê~ÅâáåÖ=íÜ~å=äçïÉê=~ääçóÉÇ=

ã~íÉêá~äë=ëìÅÜ=~ë=^fpf=PNS=ëí~áåäÉëë=ëíÉÉäK=qÜÉ=~ääçó=

OOMR=éêçÇìÅÉë=Åçãé~ê~ÄäÉ=ãÉÅÜ~åáÅ~ä=éêçéÉêíáÉë=

íç=^fpf=PNSK=

pÉÉ=q~ÄäÉ=O=Ñçê=ãáåáãìã=ÄêÉ~â=äç~Çë=~åÇ=í~ÄäÉ=P=Ñçê=

mobk=~åÇ=`mq=î~äìÉëK=

 

TABLE 1 - LIMITING CHEMICAL COMPOSITION OF ALLOY 2205, WEIGHT % 

 

Ni Cr Mo N C Si Mn P S 

4.50–6.50 21.00–23.00 2.50–3.50 0.10–0.22 0.030 max. 1.00 max. 2.00 max 0.030 max. 0.015 max. 
 

 

CHEMISTRY STANDARDS

|=rkp=pPOOMR=

|=tKkêKNKQQSO=

|=^pqj=^OTS=
 

=  

TABLE 2 - MINIMUM BREAK LOADS FOR A 0.108” DIAMETER  

WIRELINE PRODUCT 

 

 Alloy Min. break load Recommended safe 
working load

AISI 316 2000# 1200#

Alloy 2205 2240# 1344#

XM19 2200# 1320#

2507 2240# 1344#

25-6MO 2130# 1278#

27-7MO 2250# 1350#

MP35N® 2300# 1380#

C276 2210# 1326#
 

= TABLE 3 –  

PITTING RESISTANCE EQUIVALENCY NUMBERS (PREN) 

 

Alloy PREN* CPT(°F) CPT(°C)

AISI 316 26 72 22

Alloy 2205 36 108 42

XM19 38 106 41

2507 41 143 61

25-6MO 47 149 65

27-7MO 56 176 80

MP35N® 53 183 84

C276 73 >302 >150
 

*PREN = Cr + 3.3Mo + 30N 
*2205 PREN = Cr + 3.3Mo + 16N 
*CPT (°C) = 2.5Cr + 7.6Mo + 31.9N – 41 
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WEIGHT PER FOOT (LBS.) FOR WIRELINES 

Alloy .082" .092" .108" .125" .140" .150" .160"

316 0.018 0.023 0.031 0.042 0.053 0.060 0.069

2205 0.018 0.022 0.031 0.041 0.051 0.059 0.067 

XM19 0.018 0.023 0.031 0.042 0.053 0.060 0.069 

2507 0.018 0.022 0.031 0.041 0.052 0.059 0.068 

25-6MO 0.018 0.023 0.032 0.043 0.054 0.062 0.070

27-7MO 0.018 0.023 0.032 0.043 0.054 0.062 0.070

MP35N® 0.020 0.025 0.034 0.046 0.057 0.066 0.075

C276 0.018 0.022 0.031 0.041 0.052 0.059 0.068
 

EXAMPLES OF THEORETICAL ACCEPTABLE WELL ENVIRONMENTS FOR 2205 WIRE* 

Chlorides Temp °F H2S CO2 Pressure 
(PSI) 

Reg. Minimum 
Pitting Index 
(PI)

2205  
(PI) 

2205 
(PREN) 

20,000 ppm 325 0 % 6 % 12,000 16.50 31.57 36 

100,000 ppm 275 0 % 10 % 10,000 30.00 31.57 36 

20,000 ppm 200 0 % 80 % 5,000 13.00 31.57 36 

90,000 ppm 326 0 % 30 % 5,000 16.50 31.57 36 

** Marginally acceptable 

PI= Cr + 3.3Mo + 11N + 1.5(W+Nb) 

PREN = Cr + 3.3Mo + 30N   

 

* The theoretical acceptable well environments are based on the 

SOCRATES software. SOCRATES is a comprehensive material 

selection tool for oil and gas applications that selects corrosion 

resistant alloys (CRA) through material evaluation based on 

mechanical strength parameters, heat treatment/cold work and 

hardness limitations. The program also evaluates the 

characterization of the environment in terms of operating 

pressure, temperature, pH, H2S, chlorides, elemental sulfur, 

aeration, gas to oil ratio and water to gas ratio water cut. Stress 

corrosion cracking, hydrogen embrittlement cracking, sulfide 

stress cracking and resistance to pitting corrosion are also 

evaluated. The examples above are based on the environment 

listed and do not take into consideration the actual values of 

elemental sulfur, aeration, gas to oil ratio and water to gas ratio 

water cut. 

 

NOTE: The information in the Socrates summary report does not represe

commitment by Honeywell InterCorr International or Zapp Precision Wire

information contained in this document and the Socrates software is pu

in nature. In no event shall Honeywell InterCorr, Zapp Precision Wire, Inc

employees or agents have liability for damages, including but not limited

consequential damages arising out of or in connection with any person’s

inability to use the information in this document. 
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ZAPP TECHNICAL DATA 

ALLOY CHEMISTRY 

 Alloy UNS C Mn Cr Ni Mo Cu N Co Ti Fe

316 S31600 .08 2.0 16.0 – 18.0 10.0 – 14.0  2.0 – 3.0 - - - - bal.

2205 S32205 .03 2.0 21.0-23.0  4.5 - 6.5  2.5 – 3.5 - .08 - .20 - - bal.

XM19 S20910 .06 4.0 - 6.0 20.5 – 23.5 11.5 – 13.5  1.5 – 3.0 - .20 - .40 - - bal.

2507 S32750 .03 1.2 25.0  7.0  4.0 - .30 - - bal.

25-6MO NO8926 .02 2.0 19.0 – 21.0 24.0 - 26.0  6.0 – 7.0 .5 – 1.5 .15 - .25 - - bal.

27-7 MO S31277 .02 3.0 20.5 – 23.0 26.0 – 28.0  6.6 – 8.0 .5 – 1.5 .30 - .40 - - bal.

MP35N® R30035 .02 0.1 19.0 – 21.0 33.0 – 37.0  9.0 – 10.5 - - bal. 1.0 1.0

C276 N10276 .01 1.0 14.5 – 16.5 - 15.0 – 17.0 - - 2.5 - 4.0 – 7.0

(Maximum values unless range specified) 
 

WIRELINE MINIMUM BREAK STRENGTH** 

Size 316 2205 XM19 2507 25-6MO 27-7MO MP35N® C276

.082? 1150# 1345# 1215# 1345# 1175# 1300# 1300# 1280#

.092? 1500# 1690# 1540# 1690# 1500# 1650# 1690# 1615# 

.108? 2000# 2240# 2200# 2240# 2130# 2250# 2300# 2210#

.125? 2700# 2945# 3000# 2975# 2750# 3000# 3100# 2935# 

.140? 3300# 3540# 3540# 3694# 3250# 3670# 3725# 3680#

.150? 3750# 3975# 4065# 4150# 3750# 4155# 4240# 4205# 

.160? 4225# 4425# 4625# 4665# 4250# 4650# 4825# 4785#

(** The recommended safe working load is 60% of minimum break strength) 
=

DENSITY/CORROSION 

Alloy Density (lb/in³) Corrosion (PREN)* CPT (°F) CPT (°C)** 

316 .287 26 72 22 

2205 .278 34 108 42 

XM19 .285 38 106 41 

2507 .281 41 144 62 

25-6MO .290 47 149 65 

27-7MO .289 56 176 80 

MP35N® .309 53 183 84 

C276 .321 68 >302 >150 

*   PREN = Cr + 3.3 Mo + 30N 
** CPT (°C) = 2.5 Cr + 7.6 Mo + 31.9 N – 41 
 

=



                                                                                    PAGE 4/5                        ZAPP PRECISION WIRE |  ALLOY 2205 (UNS S32205) 

NOMINAL CHEMICAL COMPOSITION COMPARISON 

Chemical Element 316 2205 XM19 2507 25-6MO 27-7MO MP35N® C276

Fe 65.40 67.71 56.40 62.43 46.30 39.65   1.00   5.50

Mn   2.00   2.00   5.00   0.60   2.00   3.00   0.15   0.50 

Ni 12.00   5.50 12.50  7.00 25.00 27.00 35.00 55.00 bal.

Co * * * * * * * * 

Cr 17.00 22.00 22.00 25.00 20.00 27.75 20.00 15.50

Mo   2.50   2.50   2.25   4.00   6.50   7.25   9.75 16.00 

W * * * * * * * * 

Nb * *  0.20 * * * * * 

N *   0.12  0.30 *  0.20  0.35 * * 

* Trace     

Pl 25.25 31.57 33.03 39.85 43.65 49.53   52.18 74.43
=

MATERIAL SELECTION OVERVIEW 

=

= =

qÜÉ=OOMR=~ääçó=ïáêÉ=éêçÇìÅÉë=~=íÉåëáäÉ=ëíêÉåÖíÜ=çÑ=

OMMLOPMIMMM=éëá=íÜêçìÖÜ=ÅçäÇ=Çê~ïáåÖK=^í=íÜáë=

ëíêÉåÖíÜ=äÉîÉäI=íÜÉ=ïáêÉ=áë=ÇìÅíáäÉ=~åÇ=~ÄäÉ=íç=

ëìÅÅÉëëÑìääó=é~ëë=íÜÉ=ïê~é=íÉëí=áå=íÜÉ=~ë=Çê~ïå=

ÅçåÇáíáçå=~ë=ïÉää=~ë=íÜÉ=~ë=Çê~ïå=éäìë=ÉñéçëÉÇ=íç=

íÉãéÉê~íìêÉë=~ë=ÜáÖÜ=~ë=RQMøc=ÅçåÇáíáçåëK=qÜáë=ïê~é=

çê=ÄÉåÇ=íÉëí=ëÜçïë=åç=ëìêÑ~ÅÉ=Åê~ÅâáåÖ=çê=Ñ~áäìêÉK=

=

j~íÉêá~ä=éêçÇìÅÉÇ=íç=íÜÉ=rkp=pPOOMR=ÅÜÉãáëíêó=

ê~åÖÉë=~åÇ=ã~åìÑ~ÅíìêÉÇ=áåíç=ïáêÉäáåÉë=Äó=w~éé=

mêÉÅáëáçå=táêÉ=ïáää=éêçîáÇÉ=~å=ÉñÅÉääÉåí=èì~äáíó=

éêçÇìÅíK=w~éé=mêÉÅáëáçå=táêÉ=íÉÅÜåçäçÖóI=èì~äáíóI=~åÇ=

ëìéÉêáçê=ïáêÉ=Çê~ïáåÖ=Å~é~ÄáäáíáÉë=ïáää=ã~âÉ=íÜÉ=

ÇáÑÑÉêÉåÅÉ=Ñçê=íÜÉëÉ=ÅêáíáÅ~ä=~ééäáÅ~íáçåëK=

 

= qÜÉ=w~éé=mêÉÅáëáçå=táêÉ=èì~äáíó=ëóëíÉã=áë=êÉÖáëíÉêÉÇ=

íç=fpl=VMMNWOMNRK=cçê=~ÇÇáíáçå~ä=áåÑçêã~íáçå=çå=íÜáë=

çê=~åó=çíÜÉê=w~éé=mêÉÅáëáçå=táêÉI=fåÅK=éêçÇìÅíI=éäÉ~ëÉ=

Åçåí~Åí=íÜÉ=`ìëíçãÉê=pÉêîáÅÉ=aÉé~êíãÉåí=~í=UQPJURNJ

MTMM=çê=Ñ~ñ=óçìê=áåèìáêó=íç=UQPJURNJMNMMI=çê=ÉJã~áä=

íÜÉ=áåèìáêó=íç=ë~äÉë]ò~ééKÅçãK=
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ZAPP PRECISION WIRE STANDARDS 

NK=^ää=ïáêÉäáåÉë=ãìëí=é~ëë=~å=ÉÇÇó=ÅìêêÉåí=íÉëí=~ë==

====é~êí=çÑ=çìê=kaq=èì~äáíó=~ëëìê~åÅÉ=éêçÖê~ãK=

OK=^ää=ïáêÉäáåÉë=~åÇ=~êãçê=ïáêÉë=ãìëí=é~ëë=~å==

====~ÖÉÇ=ïê~é=íÉëí=~ë=é~êí=çÑ=çìê=ÇìÅíáäáíó=èì~äáíó==

====~ëëìê~åÅÉ=éêçÖê~ãK=

PK=^ää=ïáêÉäáåÉë=~åÇ=~êãçê=ïáêÉë=Ü~îÉ=Ñìää==

====íê~ÅÉ~ÄáäáíóK=
 

= ZAPP PRECISION WIRE QUALITY 

qÜÉ=w~éé=mêÉÅáëáçå=táêÉ=íÉÅÜåçäçÖóI=èì~äáíóI=~åÇ=

ëìéÉêáçê=ïáêÉ=Çê~ïáåÖ=Å~é~ÄáäáíáÉë=ïáää=ã~âÉ=íÜÉ=

ÇáÑÑÉêÉåÅÉ=Ñçê=ÅêáíáÅ~ä=~êãçê=ïáêÉ=~åÇ=ïáêÉäáåÉ=

~ééäáÅ~íáçåëK=qÜÉ=w~éé=mêÉÅáëáçå=táêÉ=èì~äáíó=

ëóëíÉã=áë=êÉÖáëíÉêÉÇ=íç=fpl=VMMNWOMNRK=

 

ZAPP PRECISION WIRE 
WIRE I BAR I PROFILE I FLAT WIRE 
Zapp Precision Wire, Inc. 
475 International Circle 
Summerville, South Carolina 29483 
U.S.A. 
Phone 1 843 851-0700 
Fax 1 843 851-0010 
Toll-free 1 888-777-3962 
Precisionwire-usa@zapp.com 
www.zapp.com 

= Further information regarding our products and locations are 
available in our image brochure and under www.zapp.com 
The illustrations, drawings, dimensional and weight data and other 
information included in this data sheet are intended only for the 
pur-poses of describing our products and represent non-binding 
average values. They do not constitute quality data, nor can they 
be used as the basis for any guarantee of quality or durability. The 
applications pre-sented serve only as illustrations and can be 
construed neither as quality data nor as a guarantee in relation to 
the suitability of the ma-terial. This cannot substitute for 
comprehensive consultation on the selection of our products and 
on their use in a specific application. The brochure is not subject 
to change control.  
Last revision: July 2018

 


